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AUEM00126 EMER Emer-Proof Quick Dry / Waterproofing Membrane System Under and
Over Screed Bed on Aged Uncoated Substrate Concrete walls - Off Form, Tilt Up, Pre
Cast [Exterior]

Scope of Works

Emer-Proof Aqua Barrier Quick Dry is a water based, fast drying, flexible two component, polymer modified cementitious waterproofing
membrane designed for podiums, terraces, balconies, and deck areas under toppings, tiles and other protected environments. 

Substrate and Substrate Preparation

Substrate Notes

Concrete is a mixture of Portland cement, fine and coarse mineral aggregates, water and admixtures. Off-form concrete is produced by pouring
the wet concrete mix into formwork in which reinforcing steel had been laid. The formwork holds the slab together as the concrete cures. The
concrete should be kept wet according to best practice methods to allow the cement to fully hydrate during the curing process of 4-6 weeks to
allow it to reach its design strength. Methods include ponding, wet hessian, wet sand or plastic sheet. If allowed to dry out prematurely, concrete
will develop laitance, a weak, friable layer on the surface. 
 
Off-form concrete can be produced on site (also known as cast in situ or tilt-up concrete), or off-site (also known as precast concrete).  
 
Precast concrete panels are cast on horizontal formwork, then cured in racks before being delivered to site. Transportation, lifting, and placing
precast concrete into position limits panel size. 
 

Substrate Preparation Notes

Assess suitability 
Off Form Concrete should be installed as per AS3610 Control of Concrete Surface Formwork (current edition) and AS 3850.2 Tilt-Up Concrete &
Pre Cast Elements for use in Buildings (current edition) Examine the surface for the presence of grease, form oils, release agents, mortar
splashes, efflorescence or other contaminants.  
 
Check concrete moisture content with a standard moisture meter. Efflorescence is a sign of moisture ingress and must be addressed to ensure
concrete moisture content is no greater than 10% before any coating can be applied. 
 
Clean surface 
Clean the surface thoroughly by water blasting or detergent cleaning, scrubbing the surface with a stiff bristle broom and a commercial cleaner
and hot or cold water followed by a rinse clean with fresh water. Repeat on extremely dirty surfaces until all contaminants are removed. Treat
mould or moss with a suitable biocide treatment. Check for grease, form oils, bond breakers, form release agents and other surface contaminants
simply by splashing water onto the substrate; if water beads on the surface, then it is contaminated and must be cleaned with a suitable form
release agent remover such as Acratex Tiltwash according to instructions.  
 
Repeat until water no longer beads anywhere on the surface. Where doubt exists always refer to the manufacturer of the Release Agent or Bond
Breaker on their recommended practice of removal. Ensure that the surface is dry, clean and free from dust. 
 
Repair surface imperfections 
Remove embedded steel fragments such as nails, chair legs, tie wires or spacing bars lying on or very close the surface. Clean and coat any
remaining visible steel with epoxy mastic to prevent rust stains and premature coating system failure. Fill cracks, blowholes, pinholes and flaws
with Acra-Patch Fine or Coarse (depending on size) mixed with 10-20% fresh Portland cement to match the existing surface. Remove shiny
surfaces by mechanical abrasion. Prime over any patched sections. Fill structural control or expansion joints with a flexible paintable polyurethane
mastic. 
 
Check moisture 
Ensure concrete moisture content is less than 10% as measured with a standard moisture meter. 
 

System Summary

• Primer Emer Vapour Control
• 1st Coat EMER Emer-Proof Quick Dry
• 2nd Coat EMER Emer-Proof Quick Dry
• Primer Emer Primer Porous
• 1st Coat EMER Emer-Proof Quick Dry
• 2nd Coat EMER Emer-Proof Quick Dry
• Adhesive Emer Tilebond Flex
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System

Primer — Emer Vapour Control

1st Coat — EMER Emer-Proof Quick Dry

Step Type

Primer

Datasheet

AUEM00027 Emer Vapour Control

Read the full Datasheet details at Emer Vapour Control

Components

2

Mixing Ratio

1:1 by volume

Pot Life

2 hours @ 25°C

Squeegee, stiff nylon broom

Application Methods

 Airless Spray  Brush  Roller

Min Max Recommended

Theoretical Spread Rate (m²/L) 5

Wet Film Per Coat (microns) 200

Dry Film Per Coat (microns) 98

Recoat Time ** 3 hours 72 hours

V.O.C. Level

<5 g/litre

Meets GBCA V.O.C. Requirements?

Not Applicable

Application Details

Mixing 
Individually stir each component Base and Hardener to homogenous state using a power stirrer and spiral mixer prior to combining. Ensure the
mixing paddle is changed / cleaned before stirring the second part. After stirring, add equal parts 1:1 by volume of the Base and Hardener in a
total volume suitable for application within the pot life of the product. Mix for another 3 minutes with a slow speed power stirrer, until a uniform
mix is achieved, avoiding aeration of the material. The sides of the container should be then scraped to ensure all material is incorporated and
mixed for a further 2 minutes It is advisable to allow the mixed product to stand for five minutes before application. 
 
Application 
Apply the Emer-Proof Vapour Control to the surface using a suitable brush and roller. On floors spread the material with a suitable squeegee or
stiff nylon broom, working the Emer-Proof Vapour Control into the surface to ensure total absorption into any pin holes and voids. Finish off using
a medium to long nap roller. Spray application is also acceptable. Care must be taken to ensure the required application rates are achieved to
obtain the minimum wet film thickness per coat of 200 microns. This can be checked using a Wet Film Thickness gauge. 
If the first coat is to be spray applied an addition of 10% water will assist spraying and penetration. 
Discard any leftover mixed material once it has exceeded the pot life. 

Additional Details

Application of further coats or any subsequesnt products must occur within 3 days of application of the last coat. 

SDS Number SDS Link

View SDS Link

Step Type

1st Coat

Datasheet

AUEM00010 EMER Emer-Proof Quick Dry

Read the full Datasheet details at EMER Emer-Proof Quick Dry

Components Mixing Ratio

https://duspecplus.com.au/pdf/datasheet/emer-vapour-control/493d9bd0-eb0b-435b-a82b-7aca9ffe4c96
https://go.lupinsys.com/duluxgroup/harms/public/materials/b991eaac1c5651803f254385095ca0b6-published/attachments_api/8b12c20731a39b8f227bfea60ff93a94/search_api/EMER-PROOF_VAPOUR_CONTROL_PART_A-AUS_GHS.pdf
https://duspecplus.com.au/pdf/datasheet/emer-emerproof-quick-dry/ff8475a5-c5c8-46db-9ee6-216aacdd7657
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2nd Coat — EMER Emer-Proof Quick Dry

2 1:1 by Weight

Pot Life

45-60 mins Approximately

Yield

19.2 Litres

Application Methods

 Brush  Roller

V.O.C. Level

9 Grams per Litre

Meets GBCA V.O.C. Requirements?

Yes

Total Volatile Organic Content (TVOC) values are calculated in
accordance to the stated methodology within Green Star Technical
Manuals. The TVOC content is theoretically calculated as the sum total
of the known VOC values of the product’s raw material components.
These materials include the base paint plus additional low VOC tinter
required for non-factory packaged colours.

Application Details

Mixing 
Emer-Proof Quick Dry should thoroughly be mixed in equal parts by weight or the ratio of 1L Part A liquid to 0.8 L Part B dry powder. 
Add approximately half of the powder while mixing and wet out well, then add the remaining powder and wet out well. 
Scrape the sides of the pail and mixing paddle 
Mix at higher speed, avoiding aeration, for 3 minutes. Cease mixing and ‘allow the mixed material to stand for 3 minutes, and then lightly re-
mix’. The Emer-Proof Quick Dry is then ready to apply. 
 
Membrane Application 
Mix an appropriate amount of the Emer-Proof Quick Dry waterproofing membrane that can be used within its working life. 
Apply the mixed Emer-Proof Quick Dry across the substrate joins extending approximately 70mm either side of the join. 
Whilst the Emer-Proof Quick Dry Two Part is still in a wet state install the Emer-Proof Elastic Joint Band tape, corners and 
accessories ensuring that all air voids are expelled. Emer-Proof Elastic Joint Band Corners should be placed in first followed by the Emer-Proof
Elastic Joint Band tape. The Emer-Proof Elastic Joint Band tape, corners and pipe detailing squares can be joined via a 50mm overlap,
sandwiching a small amount of Emer-Proof Quick Dry liquid membrane between the overlapping faces. 
In general wet area applications Emer-Proof Quick Dry is applied as two (2) coats with a minimum total coverage of 1.5 litres/m². 
Each successive coat should be applied at 90 degrees to the previous coat. Allowing a drying time of 2-4 hours between coats. Conduct a final
inspection on the surface of the membrane prior to commencing tiling or overcoating to ensure no pin holes exist. A further coat may be
required if imperfections or pinholes are present in the membrane. Once the waterproofing is completed, do not disturb the area for at least 24
hours. Tiling or overcoating can commence approximately 24 hours after final Emer-Proof Quick Dry coat. 
 
Curing and protection 
Emer-Proof Quick Dry is not UV stable and must be cured for a minimum of 24 hours at 25°C before placing protection. Tiling and overcoating
should commence within 5 days. 
Where damage to the membrane is possible (by traffic or backfilling, etc.), it should be protected by a cementitious screed or protection board. 
Emer-Proof Quick Dry can also be over-coated with Emer-Proof Top Coat to make the membrane foot trafficable and UV stable. 

SDS Number

PARGHSEN000132

SDS Link

View SDS Link

Step Type

2nd Coat

Datasheet

AUEM00010 EMER Emer-Proof Quick Dry

Read the full Datasheet details at EMER Emer-Proof Quick Dry

Components

2

Mixing Ratio

1:1 by Weight

Pot Life

45-60 mins Approximately

Yield

19.2 Litres

Application Methods

 Brush  Roller

V.O.C. Level

https://go.lupinsys.com/duluxgroup/harms/public/materials/b991eaac1c5651803f254385095be1e2-published/attachments_api/b5f593e23975e7052bc9a9e3fc63e81f/individual_api/EMER-PROOF_AQUA_BARRIER_QUICK_DRY_-_PART_A-AUS_GHS.pdf
https://duspecplus.com.au/pdf/datasheet/emer-emerproof-quick-dry/ff8475a5-c5c8-46db-9ee6-216aacdd7657
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Primer — Emer Primer Porous

9 Grams per Litre Meets GBCA V.O.C. Requirements?

Yes

Total Volatile Organic Content (TVOC) values are calculated in
accordance to the stated methodology within Green Star Technical
Manuals. The TVOC content is theoretically calculated as the sum total
of the known VOC values of the product’s raw material components.
These materials include the base paint plus additional low VOC tinter
required for non-factory packaged colours.

Application Details

Mixing 
Emer-Proof Quick Dry should thoroughly be mixed in equal parts by weight or the ratio of 1L Part A liquid to 0.8 L Part B dry powder. 
Add approximately half of the powder while mixing and wet out well, then add the remaining powder and wet out well. 
Scrape the sides of the pail and mixing paddle 
Mix at higher speed, avoiding aeration, for 3 minutes. Cease mixing and ‘allow the mixed material to stand for 3 minutes, and then lightly re-
mix’. The Emer-Proof Quick Dry is then ready to apply. 
 
Membrane Application 
Mix an appropriate amount of the Emer-Proof Quick Dry waterproofing membrane that can be used within its working life. 
Apply the mixed Emer-Proof Quick Dry across the substrate joins extending approximately 70mm either side of the join. 
Whilst the Emer-Proof Quick Dry Two Part is still in a wet state install the Emer-Proof Elastic Joint Band tape, corners and 
accessories ensuring that all air voids are expelled. Emer-Proof Elastic Joint Band Corners should be placed in first followed by the Emer-Proof
Elastic Joint Band tape. The Emer-Proof Elastic Joint Band tape, corners and pipe detailing squares can be joined via a 50mm overlap,
sandwiching a small amount of Emer-Proof Quick Dry liquid membrane between the overlapping faces. 
In general wet area applications Emer-Proof Quick Dry is applied as two (2) coats with a minimum total coverage of 1.5 litres/m². 
Each successive coat should be applied at 90 degrees to the previous coat. Allowing a drying time of 2-4 hours between coats. Conduct a final
inspection on the surface of the membrane prior to commencing tiling or overcoating to ensure no pin holes exist. A further coat may be
required if imperfections or pinholes are present in the membrane. Once the waterproofing is completed, do not disturb the area for at least 24
hours. Tiling or overcoating can commence approximately 24 hours after final Emer-Proof Quick Dry coat. 
 
Curing and protection 
Emer-Proof Quick Dry is not UV stable and must be cured for a minimum of 24 hours at 25°C before placing protection. Tiling and overcoating
should commence within 5 days. 
Where damage to the membrane is possible (by traffic or backfilling, etc.), it should be protected by a cementitious screed or protection board. 
Emer-Proof Quick Dry can also be over-coated with Emer-Proof Top Coat to make the membrane foot trafficable and UV stable. 

SDS Number

PARGHSEN000132

SDS Link

View SDS Link

Step Type

Primer

Datasheet

AUEM00009 Emer Primer Porous

Read the full Datasheet details at Emer Primer Porous

Components

1

Application Methods

 Brush  Roller

Min Max Recommended

Theoretical Spread Rate (m²/L) 8 8

Recoat Time ** 30 minutes

V.O.C. Level

22 Grams Per Litre

Meets GBCA V.O.C. Requirements?

Not Applicable

Application Details

Emer-Proof Primer Porous should be lightly stirred before using, and can be applied to vertical, horizontal and overhead surfaces using a roller
and brush. 
 

https://go.lupinsys.com/duluxgroup/harms/public/materials/b991eaac1c5651803f254385095be1e2-published/attachments_api/b5f593e23975e7052bc9a9e3fc63e81f/individual_api/EMER-PROOF_AQUA_BARRIER_QUICK_DRY_-_PART_A-AUS_GHS.pdf
https://duspecplus.com.au/pdf/datasheet/emer-primer-porous/fbf76670-5aba-42ee-b761-86926bb53690
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1st Coat — EMER Emer-Proof Quick Dry

2nd Coat — EMER Emer-Proof Quick Dry

When applied, Emer-Proof Primer Porous appears in a milky white state, drying clear. 
Application of a second coat may be required depending on the porosity of the substrate. Ensure that there is an even coat of primer on the
substrate. 

SDS Number SDS Link

View SDS Link

Step Type

1st Coat

Datasheet

AUEM00010 EMER Emer-Proof Quick Dry

Read the full Datasheet details at EMER Emer-Proof Quick Dry

Components

2

Mixing Ratio

1:1 by Weight

Pot Life

45-60 mins Approximately

Yield

19.2 Litres

Application Methods

 Brush  Roller

V.O.C. Level

9 Grams per Litre

Meets GBCA V.O.C. Requirements?

Yes

Total Volatile Organic Content (TVOC) values are calculated in
accordance to the stated methodology within Green Star Technical
Manuals. The TVOC content is theoretically calculated as the sum total
of the known VOC values of the product’s raw material components.
These materials include the base paint plus additional low VOC tinter
required for non-factory packaged colours.

Application Details

Mixing 
Emer-Proof Quick Dry should thoroughly be mixed in equal parts by weight or the ratio of 1L Part A liquid to 0.8 L Part B dry powder. 
Add approximately half of the powder while mixing and wet out well, then add the remaining powder and wet out well. 
Scrape the sides of the pail and mixing paddle 
Mix at higher speed, avoiding aeration, for 3 minutes. Cease mixing and ‘allow the mixed material to stand for 3 minutes, and then lightly re-
mix’. The Emer-Proof Quick Dry is then ready to apply. 
 
Membrane Application 
Mix an appropriate amount of the Emer-Proof Quick Dry waterproofing membrane that can be used within its working life. 
Apply the mixed Emer-Proof Quick Dry across the substrate joins extending approximately 70mm either side of the join. 
Whilst the Emer-Proof Quick Dry Two Part is still in a wet state install the Emer-Proof Elastic Joint Band tape, corners and 
accessories ensuring that all air voids are expelled. Emer-Proof Elastic Joint Band Corners should be placed in first followed by the Emer-Proof
Elastic Joint Band tape. The Emer-Proof Elastic Joint Band tape, corners and pipe detailing squares can be joined via a 50mm overlap,
sandwiching a small amount of Emer-Proof Quick Dry liquid membrane between the overlapping faces. 
In general wet area applications Emer-Proof Quick Dry is applied as two (2) coats with a minimum total coverage of 1.5 litres/m². 
Each successive coat should be applied at 90 degrees to the previous coat. Allowing a drying time of 2-4 hours between coats. Conduct a final
inspection on the surface of the membrane prior to commencing tiling or overcoating to ensure no pin holes exist. A further coat may be
required if imperfections or pinholes are present in the membrane. Once the waterproofing is completed, do not disturb the area for at least 24
hours. Tiling or overcoating can commence approximately 24 hours after final Emer-Proof Quick Dry coat. 
 
Curing and protection 
Emer-Proof Quick Dry is not UV stable and must be cured for a minimum of 24 hours at 25°C before placing protection. Tiling and overcoating
should commence within 5 days. 
Where damage to the membrane is possible (by traffic or backfilling, etc.), it should be protected by a cementitious screed or protection board. 
Emer-Proof Quick Dry can also be over-coated with Emer-Proof Top Coat to make the membrane foot trafficable and UV stable. 

SDS Number

PARGHSEN000132

SDS Link

View SDS Link

https://go.lupinsys.com/duluxgroup/harms/public/materials/43983408ef9a3d5509aed930eeea2b34-published/attachments_api/089190c09aa7f3dfdcde3c42de7aa872/search_api/EMER-PROOF_PRIMER_POROUS-AUS_GHS.pdf
https://duspecplus.com.au/pdf/datasheet/emer-emerproof-quick-dry/ff8475a5-c5c8-46db-9ee6-216aacdd7657
https://go.lupinsys.com/duluxgroup/harms/public/materials/b991eaac1c5651803f254385095be1e2-published/attachments_api/b5f593e23975e7052bc9a9e3fc63e81f/individual_api/EMER-PROOF_AQUA_BARRIER_QUICK_DRY_-_PART_A-AUS_GHS.pdf


Version 7.0 of Specification AUEM00126 approved on Monday, 26 July 2021 06:01:46 AM (UTC) Page  6  of  8

Adhesive — Emer Tilebond Flex

Step Type

2nd Coat

Datasheet

AUEM00010 EMER Emer-Proof Quick Dry

Read the full Datasheet details at EMER Emer-Proof Quick Dry

Components

2

Mixing Ratio

1:1 by Weight

Pot Life

45-60 mins Approximately

Yield

19.2 Litres

Application Methods

 Brush  Roller

V.O.C. Level

9 Grams per Litre

Meets GBCA V.O.C. Requirements?

Yes

Total Volatile Organic Content (TVOC) values are calculated in
accordance to the stated methodology within Green Star Technical
Manuals. The TVOC content is theoretically calculated as the sum total
of the known VOC values of the product’s raw material components.
These materials include the base paint plus additional low VOC tinter
required for non-factory packaged colours.

Application Details

Mixing 
Emer-Proof Quick Dry should thoroughly be mixed in equal parts by weight or the ratio of 1L Part A liquid to 0.8 L Part B dry powder. 
Add approximately half of the powder while mixing and wet out well, then add the remaining powder and wet out well. 
Scrape the sides of the pail and mixing paddle 
Mix at higher speed, avoiding aeration, for 3 minutes. Cease mixing and ‘allow the mixed material to stand for 3 minutes, and then lightly re-
mix’. The Emer-Proof Quick Dry is then ready to apply. 
 
Membrane Application 
Mix an appropriate amount of the Emer-Proof Quick Dry waterproofing membrane that can be used within its working life. 
Apply the mixed Emer-Proof Quick Dry across the substrate joins extending approximately 70mm either side of the join. 
Whilst the Emer-Proof Quick Dry Two Part is still in a wet state install the Emer-Proof Elastic Joint Band tape, corners and 
accessories ensuring that all air voids are expelled. Emer-Proof Elastic Joint Band Corners should be placed in first followed by the Emer-Proof
Elastic Joint Band tape. The Emer-Proof Elastic Joint Band tape, corners and pipe detailing squares can be joined via a 50mm overlap,
sandwiching a small amount of Emer-Proof Quick Dry liquid membrane between the overlapping faces. 
In general wet area applications Emer-Proof Quick Dry is applied as two (2) coats with a minimum total coverage of 1.5 litres/m². 
Each successive coat should be applied at 90 degrees to the previous coat. Allowing a drying time of 2-4 hours between coats. Conduct a final
inspection on the surface of the membrane prior to commencing tiling or overcoating to ensure no pin holes exist. A further coat may be
required if imperfections or pinholes are present in the membrane. Once the waterproofing is completed, do not disturb the area for at least 24
hours. Tiling or overcoating can commence approximately 24 hours after final Emer-Proof Quick Dry coat. 
 
Curing and protection 
Emer-Proof Quick Dry is not UV stable and must be cured for a minimum of 24 hours at 25°C before placing protection. Tiling and overcoating
should commence within 5 days. 
Where damage to the membrane is possible (by traffic or backfilling, etc.), it should be protected by a cementitious screed or protection board. 
Emer-Proof Quick Dry can also be over-coated with Emer-Proof Top Coat to make the membrane foot trafficable and UV stable. 

SDS Number

PARGHSEN000132

SDS Link

View SDS Link

Step Type

Adhesive

Datasheet

AUEM00028 Emer Tilebond Flex

Read the full Datasheet details at Emer Tilebond Flex

Mixing Ratio

20kg of powder to 6L of water

Pot Life

https://duspecplus.com.au/pdf/datasheet/emer-emerproof-quick-dry/ff8475a5-c5c8-46db-9ee6-216aacdd7657
https://go.lupinsys.com/duluxgroup/harms/public/materials/b991eaac1c5651803f254385095be1e2-published/attachments_api/b5f593e23975e7052bc9a9e3fc63e81f/individual_api/EMER-PROOF_AQUA_BARRIER_QUICK_DRY_-_PART_A-AUS_GHS.pdf
https://duspecplus.com.au/pdf/datasheet/emer-tilebond-flex/33388670-5aaf-458d-9dbf-c617731bc8bc
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45 minutes at 20°C

Application Methods

 Trowel

V.O.C. Level

2.3 Grams per Litre

Meets GBCA V.O.C. Requirements?

Not Applicable

Application Details

Mixing 
The mixing ratio of Emer-Proof Tilebond Flex is 20 kg of powder to 6 litres of water. Pour 6 litres of clean water into a drum and then gradually
add the Emer-Proof Tilebond Flex while mixing continuously until a smooth lump free mix is obtained. Always add powder to liquid. 
Allow the mix to stand for 5 minutes, re-stir and then apply the adhesive onto the substrate. 
 
Application 
All tiling should be carried out in accordance with AS3958.1:2007 - A Guide to Tiling 
Once the surface has been appropriately prepared in accordance with Emer instructions, then apply the adhesive onto the substrate using a
notched trowel. 
 
For floor tiling use a 10mm x 10mm square notched trowel for tiles up to 300mm x 300mm. For tiles 300mm x 300mm and larger, use a 12mm x
12mm square notched trowel. For mosaic tiles use a 6mm x 6mm square notched trowel. 
For wall tiling use a 6mm x 6mm square notched trowel for tiles up to 150mm x 150mm. For larger tiles than 150mm x 150mm use a 10mm x
10mm square notched trowel. 
 
Emer-Proof Tilebond Flex should be applied into the substrate at a rate of 1m² at a time. Application rates greater than this can result in the
adhesive skinning. Once the adhesive skins, do not lay tiles into it, but remove it and apply fresh adhesive. 
When placing the tiles into the adhesive, press them in by sliding the tile back and forth at least 20mm across the trowel lines. Ensure no voids
occur and full coverage of adhesive is under the tiles. 
 
For tiles 300mm x 300mm or larger, or tiles with lugs, grooves or uneven backing, it may be required to butter the back of the tile with the
adhesive in addition to trowelling the adhesive onto the substrate. Apply a 1mm coating across the whole back of the tile. 
The final bed thickness of the adhesive should be at least 2mm for wall tiling and 3mm for floor tiling. 
Once the tiling is completed do not disturb the tiled surface for at least 16 - 24 hours at 20°C. Emer-Proof Tilebond Flex can be directly adhered
to Emer-Proof Advanced and Emer-Proof Quick Dry membranes. 

SDS Number SDS Link

View SDS Link

System Notes

* Practical Spreading Rate will vary from the quoted Theoretical Spreading Rate due to factors such as method and condition of application and
surface roughness. 
** Recoat times are quotes for 23°c and 50% relative humidity, these may vary under different conditions. 

Comments

Comments

Emer-Proof Quick Dry is UV resistant but is not designed for use as a long term exposed membrane, stand alone product. 

Application of all liquid applied membranes and primers should always refer to the surface temperature conditions before commencing and not
just ambient temperatures. 

Do not apply in temperatures above 35°C or below 5°C. 

Cannot be used in areas where negative hydrostatic pressure is evident. 

Waterproofing membrane system should be installed as per AS 4654.2 2012 Waterproofing membranes for external above-ground use.  

Do not apply externally if it is raining or if rain is imminent.

https://go.lupinsys.com/duluxgroup/harms/public/materials/b991eaac1c5651803f254385095ba34c-published/attachments_api/2dee7b2430a37ca89305b34f6ba5e7aa/search_api/EMER-PROOF_TILEBOND_FLEX-AUS_GHS.pdf
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Disclaimer

This Specification is copyright to DuluxGroup (Australia) Pty Ltd and/or DuluxGroup (New Zealand) Pty Ltd (collectively, ‘Dulux’). It may not be varied
or altered without the prior written consent of Dulux, and if it is, Dulux has no responsibility or liability for those variations.

Unless Dulux has provided you with a customised, project-specific specification, this Duspec+ document does not represent that any particular
product or product system will be suitable for your project.

Any information provided in this Duspec+ is given in good faith and is believed by Dulux to be correct at the time of publication. Products and
coating systems can be expected to perform as indicated in this Duspec+ document, provided the substrate is in good condition, the coatings are
applied by a suitably experienced and skilled applicator, and the preparation, application and maintenance is followed strictly as set out in this
Duspec+ document, and as recommended on the applicable Dulux Product Data Sheet and Safety Data Sheets for the relevant products (available
from www.duspecplus.com.au). Climatic conditions at application time can affect Duspec+ documentation suitability and product performance.

The correct colour or colour match is the responsibility of the applicator. Colours will change over time and Dulux does not guarantee that the same
colour newly mixed will match a colour applied earlier which has been subjected to weathering or other change elements. No product colour is
guaranteed against colour change.

Where any liability of Dulux in respect of this Specification cannot by law be excluded, Dulux’s liability is limited, as permitted by law and at Dulux’s
option, to resupply of the relevant products or services or to reimbursing the cost of those products or services.

WHERE LEAD MAY BE PRESENT: The asset manager is responsible for verifying the presence of lead and determining whether to remove or
encapsulate the lead. If lead is present, the work must be done in strict accordance with AS 4361 Parts 1 and 2 and Worksafe Australia guidelines.

https://www.duspecplus.com.au/

